Kane Ara Sepahan

Producer of minerals & Supplier of Chemicals

Quality Certificate of

Cat litter bentonite (code 101)

XRF Chemical Analysis Report
Sample Code: 85270-B

Date: 10/11/2025

certirication seavices 1SO 45001:2018

DEIGI =,

Major Oxides Composition (%)

SiO: | ALOs | Na:O | MgO K:0 TiO: MnO Ca0 P:05s | Fe:0: SO: LOI
67.42 | 11.98 1.88 325 0.44 0.33 0.01 2.15 0.04 2.07 0.06 10.14

Trace Elements — Group 1 (ppm)

Ba Co Cr Cu Nb Ni U Th Ce Cl1

N 52 7 6 = 2 4 N 85 1605

Trace Elements — Group 2 (ppm)

Pb La Sr v Sb Zr Zn Mo

3 4 209 57 - 178 37 N
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